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NS D-CO3H

I. Scope of Application

This standard applies to all types of vehicles adopting adhesive type side protector for

automobiles.

2. Purposce
This standard aims  at securing  proper  guality

by standardizing  the <ide  protector
spectfication.

3. Report of Evaluation Result

The result of quality evaluation at e:ach stage from development (o mass production shall

be submitted to Kia according to the Appendix,

4. Definition of Terminology

(1) End part

[njected product used for (inishing of extruded products

(2) Adhesive strength of molding end part
Adhesive strength between the molding end part(injected product) and body

(3) Primer coating

Overall primer coating on the adhesive surface of urcthane scaler of extruded products.

This 1s a pretreatment 1o improve adhesiveness,

2. Specifications Indicated in Drawings

(1) Indicate in the items of parts color that pa-ts color and parts coaling color shall be

the ones by material coloning
(2) Type and depth of embo
(3) Requirements code of KES D-G 008

(4) Indicate both side tape and urethane prime

r specitication, adhesion range and primer
coating range

(3) Adhesion skill and adhesjve strength of side protector
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6. Evaluation Standard

KNES D-C031

(1) Evaluation method for side protector shall conform to Table 2

(2) Quality  characteristic rank shadl conform o KMS Q 410001 (Determination  and

Procedure for Quality [Ranking) cod be as shown in the followimng,

Quality Rank
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A Rank

AR Rank
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Table |
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Definition

- Risks endangering human life or causing fire.

- Items to which the regulations of safety, pollution,
- apply etc.

In case of product failure rendering the item useless or

| affecting functions of the automobile

I e T PR — - — ———— i

| The others not included in A, AR, B Ranks

Table 2
—_— ; _
: . . | - Qualit _
Evaluation Itenm Evaiuation Standard :()R HK};FEvaluatlon Method
| a |
Burrs §
e ’
Exter-| Shrinkage I
nal | Surface ~Shall be within the standard sample | .
appea-! roughness limit | ;
St ) | i
Fance | weld mark | f
Flow mark i
Shall satisfy the colors indicated .,
. . - Visual
. . 1n drawings. - _
Material coloring | C ' inspection
Conform to the color embo standard f (KS A 0065 )
plate provided by Kia. |
5 Shall satisfy the type, range and f ' Visual
L . ; u
depth of embo, indicated in drawings. .l 2 .
Embo g C | 1nspection
Conform to the color embo standard ; |
. | | ; - (KS A 0065)
plate provided by Kia | e
' Shall be within the tolerance f
_ _ ind3 d in drawings. ?
Dimension measurement ndicated in drawings C 7.5

- plate provided by Kia

Conform to the color embo standard
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