Standard Parts KES E-AQ026

Stud Bolts
(Whitworth or Unified Screw Threads) 939080
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Standard Parts KES E-AQ26
KES Stud Bolts
99080

(Whitworth or Unified Screw Threads)

Remarks 1. This standard shall be applied to the stud for automobiles. Howecver, the special studs
shall be used conforming this Table.

2. The threads of the stud shall be of the whitworth coarse screw threads or the unified fine
screw threads, and their precision shall be of class 2 or more in KS B 0203 for the
whitworth coarse screw threads and class 2 or more in KS B (0203 for the unified fine
screw threads.

3. The length, S, of a thrcaded portion for the tap sitde includes the length, X of an
iIncompleted threaded portion and the length, S, of a threaded portion for the nut side
indicates the length of an effective threaded portion. However, the length of an
incompleted threaded portion, X shall be short as much as possible.

4. The material of the stud shall be of S25C.

5. The size number consists of the outside diameter number of the 2 columns, left side and
the length number of 99071 the 2 columns, right side.

Exagmple of part number: 99081 2040 99082 2538
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