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1. Scope of Application

This standard specifies the plastic band used for bindin

g automobile wires and pipes (hereinafter
referred to as the “band").

2. Type
The band has two types as shown in Tabie 1.

Table 1
Petorrmte | e | v

3. Quality

Wining and piping

3.1 Extemal appearance: The band shall be free from flaws, discoloration. burrs, weld marks,

mismatch due to die shift, foreign matters, etc. that may be detrimental to use.
3.2 Performance: The band shall satisfy the performance in Table 2.

Heat
resistance
Cold
resistance

Table 2

Performance

Afler heating the test piece at 90 °C for 48 hours, lcave it at normal

temperature for one hour. The test results shall sausfy the tensile
strength and the lock strength in Attached Table.

After cooling the test piece in the ambient temperature of 40 *C
for 48 hours, leave it at normal temperature for one hour. The test

results shall satisfy the tensile strength and the lock strength in
Attached Table.
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