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Standard Parts KES E-F0Q7

Resin Clips 99288

1. Scope of Application
This standard specifies the resin clips used in binding the wiring together or fixing the wiring and
the piping for automobiles (Hereinafier referred o as “clip®).

2. Material
Matenal of the clip shall be of P-AM [polyester (nylon 6, 6-6, 12, etc.)).
Remark: Material symbol shall conform to KES B-N0OO4 (Plastic materials).

3. Shape and Dimension
The shape and dimensions of clip shall conform o Attached Table.

4. Quality
(1) Genceral condition

The thickness of clip shall be even, and clip shall be rich in flexibility and free from such

harmful defects w0 use as flaws, blow-holes, cracks, shape deviation, etc. on its surface.
(2) Performance

The performance of clip shall be tested according to the method as shown in Figure, and then
clip shall not be unbind under load of § kgf or less. Aslo, as for test condition, the water
absorption percent of product shall be of equilibrium at normal temperature.

Figure. Testing method of clip

Fixed Tensile
(A =
- >
e : - - g -
s-

“ ‘ Nominal dia.


http://avadocuments2026.com/doc/kia-kes-e-f007-0
http://avadocuments2026.com/doc/kia-kes-e-f007-0

