Clips (Spot Welding Type)
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Standard Parts KES E-F008

Clips (Spot Welding Type)

Thus standard specifics the synthetic resin-coated clips used in fixing the wirings on automobilcs
(Hereinafter refemed 10 as “cli p°)

2. Material
The material for clip shall conform 10 as shown in Table 1.

Table 1

IS G 3310 (Cold-rolled steel plates, sheets)

JIS G 3301 (Hot-rolled steel plates, sheets)
KES B-K00! (Non-metallic matenial symbol)
3. Shape and Dimension

The shape and dimension of chip shall conform o Table 2. -

Matenal

Body(Steel plate) SPC |
(or SPN 1)

Coating(Soft vinyl chloride) | P-VC84

Table 2

4
Rangc coating

Remarks 1. The range of the coating shall be

up (o R. Howévcr. the fluctuation
b/ of the coating range shall be
within Smm from the lower
surface of 1.

2. The range of a coat thickness
shall bc of 0.3mm to Imm

4. Physical Appearance

The surface of clip shall be free from such harm(ul defects 10 use as flaws. change in quality, rust,
elc. ~
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