Flexible Vinyl Tubes
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1. Scope of Application

KES E-HOOQ2A

This standard specifics flexible vinyl chloride tubes for automobiles (hereinafter referred to as the

“tube”).

2. Purpose

This standard aims at commonizing and sccuring proper qualities of the tube.

3. Materials and Processing Methods

The material of tube shall conform to Table 1, and the tube shall be manufactured by the extruding

method.

Table 1

Type

Type C

Type A, Type D

Material Symbol | P-VC-Y012

P-VC-YO011

y —

Remark : The symbols and the qualities of marerials shall conform to KES B-N0OO4 (Plastic Matenals).

4. Types
The tubes are classified into 3 types depending upon the material and the wall thickness as shown in
Table 2.
Table 2
r Typc number
Type Less than 10 m Min. to Application
| 1000 cm 100 m Max.
| Type A 09333 — Used for controlling the inner
| pressure of fuel tanks.
|
| Type C 99335 69328 Used for general conducting water
and atr and as a cover
| Type D 09336 09329 Used for a deflector of the fuel oil
tor industrial engines.

1/5



http://www.avadocuments.com/doc/kia-kes-e-h002-0
http://www.avadocuments.com/doc/kia-kes-e-h002-0

