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Standard Parts KES E-HQO0O6

9938¢0
Connector Pipe Joint Bolt 99 38 1

1. Scope of Application
Thus standard specifics the bolts gencrally used for the connector pipe joints (hereinafter referred to
: as "bOI[")_

2. Type
The type of bolt shall be classified into 2 types in Table.

Table

KS B 0201 (Metrnc coares screw threads)
KS B 0204 (Metric fine screw threads)

3. Material
The matenal of the bolt shall be of SM 25 Cin KS D 3752 (Carbon steel for machine structural

use).

4. Shape and Dimension
The shape and dimension of the bolt shall conform to as indicated in Attached Table.

3. Surface Treatment
The surface treatment of the bolt shall be performed class 3 ZMC.

6. Test
The pressure resistance test of the bolt, shall have no leakage and other defects when it was

pressured by water or oil, 20kg/cm?2.

7. Composition of Part Number

The part number shall consist of the type number and size number.
Example : Bolt (metric coarse screw thread), Pipe disignation of 6

99380 0600
(Type No.) (Size No.)
Standard Quoted
KS B 0201 (Metrnic coarse screw threads)
KS B 0204 (Metric fine screw threds)
KS D 3752 (Carben steel for machine structural use)
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