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- Standard Parts KES E-JOOS3

Lock Nuts for Rolling Bearings 999 3 6

. Scope of Application
Thus standard specifies the rock nuts for the rolling bearings (Hereinafter referred to as "nut").

. Material

The material of nut shall be as shown in below as a rule.

(1) SS41in KS D 3503 (Rolled steel for general structural purposes)

(2) SM25C,SM 30 CinKS D 3752 (Carbon steel rods for machine structure use)
(3) SUM 31to SUM 43 in KS D 3567 (Free cutting carbon steels)

. Shape and Dimension
The shape and dimension shall conform to the Attached Table.

. Finishing Condition

The finishing condition of nut shall conform to the Attached Table. However, the perpendicularity
of nut end shall be measured according to the method shown in Figure 1 and its result shall be
within the range of Table 1. Also, in case of this, there shall be no rattling between mandrel and

nut.
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