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1 Scope of Application
This standard specifics adjusting shims for adjusting automobile bearings (hereinafter called “shim”).

2. Material

Material of shim shall be as shown in Table 1.

Table 1

Thickness t Matenal

Under 0.50mm JIS G 3311, SK5M
0.50mm or more *ILKS D 3512, SPCC
*1 JIS G 3141

Remark: For equivalent material to SK 5SM, SK5-CSP in JSMA (Japanese Spring Manufactures

Association) standard, No. 6, steel band for spring can be used.

3. Shape and Dimensions

shape and dimensions of shim shall be as shown in Attached Table.

4. Appearance and Finish Degree
The surfaces of shim shall be finished to 6S and have no defect such as crack, flaw, rust, etc. harmful to
use.

5. Hardness

Hardness of shim shall be as shown in Table 2.

Table 2

Hv 260~300 (HB247~284)
Hv 135 or more (HRB 74 or more’

6. Inspection

Shim shall be inspected about 2.~5. and conform 10 each standard.
7. Alteration of Specification

Specification of shim can be altered only by revision of the standard. Revision of the standard shall be
made according to KMS Proposal System and through due procedure.
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