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Standard Parts * KES E-LQOS6

Label - Paint 99710

1. Scope of Application

This standard specifies the label paint representing colors of automobile body (hereinafter
referred to as "Label").

Remark: The establishing position of the label shall conform to as otherwise specified.

2. Material
The matenal of the label shall be ATH-O in JIS H 4191 (Aluminium gold leaf).

3. Shape, Dimension and Content

The shape, dimension and the printing content of the label shall conform to the following Table.

Also, the thickness of the aluminium gold leaf shall be 0.08mm.

Table

unit: mm

» —— 54 ——————3_1

<4 ]
=i PAINT COMBINATION NUMEE nl
T PANTCODE [ o | I

—-ll
— .

’o

Note(1) The 12 point strong Gothic code (2 letters of English character) conformed with the color
code number Table shall be printed at center of this frame.
Remarks 1. The original color aluminium gold leaf shall be printed (black) by a photomechanical
process and then shall be spreaded with transparent paint.
2. The adhesive (re-active adhesive) processing shall be performed to the surface.
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