Solution Supplying Chute
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1. Scope of Application and Definition
This shall be applied to solution supplying chute for supplying Al solution for heater of low

pressure caster from ladle for manufacturing casting at dohc low pressure cast line.

2. Material
(1) 10t steel plate of SS41 and ¢ 25 pipe , 50 x 50 x 4t angle

(2) Caster (Use fixed and moving product.)

3. Structure

Refer to appended drawing.

4. Quality
(1) Chute shall consist of SS41 steel and connection part shall be welded. inner part of
chute should be welded thick.

(2) After inserting ¢ 25 pipe into 1 inch pipe, weld chute.

(3) Weld and fix caster.
(4) Two point line in drawing shall be fire-resisting area.
(5) Notice for fire-resisting manufacturing

a. Fire-resisting thickness : Minimum 50 ~ Maximum 80mm

b. fire-resisting type : AL;O5 and SiO.,

2. Inspection Method
(1) Check weld condition of chute.
(2) Check connection of SS41 steel plate and fire-resisting.

(3) Check connection of caster.
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