S-car Treating Waste Sand
on Molding Heavy Materials
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1. Scope of application and definition

This shall be applied to treat waste sand for heavy materials molding machine in casting

green sand line, and defined for S-car that needed to treat the waste sand.

2. Materials
(1) The main body of S-car : 6t plate
(2) Caster : 2EA for each of the fixing and rotation (MH 620)

(3) Cam : SS41P (20t plate)

3. Structure

Refer to appending drawing.

4. Quality

The working statement of caster and cam shall be fine and have no deformation.

5. Testing method
(1) Visual inspection

(2) The working statement of caster

6. Attention for handling

Be careful for breakage.
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