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1. Objectives

This standard intends to obtain suitable quality by setting standardization of specification.

2. Scope of application

This standard shall specify Heat-Shrinkable Adhesive Tubes for vehicle.

3. Report of evaluation result

Submit evaluation of quality at each step according to directions of attached division to
KIA.

4. Definition and types of terms
(1) Heat-Shrinkable Adhesive Tubes

Tubes are used for insulation and protection corrosion by moisture around joint of

electric wire of low-pressure for the vehicle.
(2) Types

(3) Name (Abbreviation)
Heat-Shrinkable Adhesive Tubes (HAST)

9. Material and structure
5.1 Material

Material | Temporary bridge Polyolefine resin (Exterior) | T

- !

Heat plasticity adhesives (Interior) T1

5.2 Structure is as shown in Table 1
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