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KES R-AQ17

1. Scope of Application

f) This standard specifies the general rules which is common to the inspection of

non-ferrous metal materials("material” below).

2. General Consideration
2.1 As for the items to inspect and the standard of judge, follow the regulation of
regulation of_ each specification. _
2.2 In principle, the inspection should be performed in supplier before 61;tgoing the
maternal.
23 If the orderer(Kia) reguest the acceptance inspection at supplier, it can be

performed according to the agreement with the vendor in advance.

3. Appearance
Perform an inspection of appearance for surface state specified or defined by the
specification of drawings, by sampling or all the gquantity with the oproper
inspection fnstmment or naked eyes.

4. Dimension
Perform an inspection of dimensions for indicated dimensions or ragulation by the
specification of drawings, by §a.mp1ing or all the quantity with the proper

inspection instrument.

5. Chemical C;)mposition ‘

9.1 For chemical composition, perform molten metal analysis unless explicitly specified.
However, when there is a request from the orderer(Kia), one can perform the
analysis with the product state.

52 Take required amount of sample for molten metal analysis in the middle of
injection at every melting in principle. At this point, putting molten metal in one
ladle, or melting and taking out the material of same combination by using crucible
furnance or something, this can be considered as cne melting.

5.3 As for the sampling method at product analysis, follow the agreement between the
orderer(Kia) and the vendor.

54 As for the method of analysis, follow the regulation of each material standard.
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