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KES R-C601A

1. Scope of Application
This standard determines the import inspection for silicon metal, a compound metal addition,

which is used for manufacturing pistons extracted by electrolysis.

2. Inspection Items and Inspection Method

The inspection items and inspection method are as table 1.

Table 1
Inspection items Inspection method
Weight inspection Checking inspection
Mesh inspection Checking inspection
Chemical contents inspection | Measuring place records

3. Inspection Lot
Consider 20 tons as 1 inspection lot.

4. Method of Sample Picking
(1) Sample Picking of mesh Inspection
You shall randomly pick up samples amount of about 2,000g using reduction method.
(2) Sample Picking of Chemical Contents Inspection
Prepare it more than 50g according to KS D 0006 ( General sampling rules of Ferroalloy )

and KS D 0016 ( Sampling methodl of silicon metal).

5. Test and Inspection
5.1 Weight Inspection
It Is the rule to attach a weighing certification from measuring place.
5.2 Mesh Inspection
(1) Test Method
After measuring the sample’s weight by g unit, put those on a 60 mm screen standardized

by KS A 5101 (Standard screen) and screen it enough to up, down, left, and right. Have

the percent of residue after measunng the weight of the residue by g unit.
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