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KES R-C614C

1. Scope of Application
This standard determines the import inspection for molding sand.

2. Inspection items and Inspection Method
The inspection items and inspection method are as table 1.

Table 1
Inspection items Inspection method Remarks
w%t inspection Checking method
Test for Clay contained | | N = 50g per lot
Mesh test 50g *
| 200g¢

Test for amount of contained water

]

Test for Chemical contents ’ ) .
inspect 6 EA from monthly lot.

3. Inspection Lot
Consider the 300t of delivered products of (Three times per month) as 1 inspection lot, but

divide insﬁpection lots If there is a defect for production quality.

4. Method of Sample Picking
(1) When picking up samples, randomly sample 100g each for the amount of three-time use

(2) After mixing and dividing them into 3 pieces, pick up 50g for contained clay test, 50g for

mesh test, and 200g for contained water test.

5. Test and Inspection

5.1 Weight Inspection
It is the rule to inspect at measuring place.

5.2 Test for clay contained

5.2.1 Test Method
(1) After drying out the molding sand at 105 + 5 °C, cool it down in deccigater at the room

temperature.
(2) Balance 50g of sample that is cornpletely dried and cooled down.
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If it is from the same ongin of production,
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