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KES R-C615A

1. Scope of Application

This standard determines the import inspection for casting shot ball.

2. Inspection items and Inspection Method

The inspection items and inspection method are as table 1.

Tabie 1
Inspection items Inspection method | Remarks I
Quality of the material Checking method n = 10EA
Size ’ N = 500g
Phenomenon

3. Inspection Lot

Consider the all products of one time delivery as 1 inspection lot.

4. Method of Sample Picking
After sampling 5 boxes of the sample by the random sampling method from a lot, pick up

100g from each box picked up, and mix them well. 500g of them shall be used for the sample.

5. Test and Inspection

(1) Test method shall follow KS D 4121 (Test method for casting shot and gnt mesh). Inspect
with eyes for quality of the material.
(2) Inspection Standard

Inspection standard shall be as table 2 indicates.

Table 2 Unit : mm
Inspection items Inspection standard
Material (Quality of material) Casting iron material, steel casting materiat
| Size L 3~8
Phenomenon Shape shall be circle and shall not be angled so much.
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