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1. Scope of Application

KES R-C616B

This standard determines the import inspection for wire cut, which is used for exclusion sand

of casting and surface process for shot blasting machine.

2. Types

As the wire cut is made by using wire matenal standardized by KS D 3556 (Piano wire), it

shall be classified as table 1 according to the diameter of wire matenal.

Table 1 Unit : mm
Types Symbols
200 WC 200
1770 WC 170
140 WC 140
Wire eut 120 WC 120
100 wWC 100
80 WC 80
3. Inspection items and inspection Method
The inspection items and inspection method are as table 1.
Table 2
Inspection tems Inspection method Remarks
Size inspection Checking Inspection N=5c¢c=0
Chemical Contents Inspection "’ n = 50g
External appearance inspection n = 20EA

4. Inspection Lot

Consider the all products of one time delivery as 1 inspection lot and if the type is different,

classify lots by its type.
5. Method of Sample Picking
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