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1. Scope of Application
This standard determines the import inspection for Si-C melting pot, which is used for

dissoiution of aluminum compound metal and thermostat.

2. Types

Follow table 2 for shape sizes of Si-C meilting pot.

3. Inspection ltems and Inspection Method

The inspection items and inspection method are as table 1.

Tabie 1
__In_spection items Inspection method Remarks
_-:;e Inspection All products N=all,c=0
Amount of contained graphite 1
Fire-resistance rate inspection Checking Inspected by the supplier

. . . submit the Inspection records
Processing ratio inspection

Volume ratio inspection

Compressive strength inspection

e e e

4. Inspection Lot

Consider the all products of one time: delivery as 1 inspection lot.

5. Test and Inspection
(1) Shape Sizes and Weight Inspection
Shape Sizes and Weight inspection shall be as table 2 indicates.
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