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1. Scope of Application

This standard determines the import inspection for carbunzing hardened of steel.

2. Inspection ltems and Inspection Method

Follow the inspection items and inspection method of each inspection standard.

3. Inspection Lot

It shall be the products processed in same work condition by using the processed matenal
from the same lots, and it shall be continuously carbunzing-hardened for the maximum

amount of the products handled in the same heat process condition.

4. Test and Inspection
4 .1 Surface Hardness

4.1.1 Test Method of Surface Hardness

Follow KS B 0811 (Vehycuss hardness test method) and KS B 0806 (Lockwell hardness

test method)

4.1.2 Test and Decision

Scattering of surface hardness shall not over the following allowance.

(1) Follow table 1 for vehycuss hardness test.
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