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KES R-H013A

1. Scope of Application
This standard shall be applied to the inspection of painting appearance for vehicles
produced by Kia Motors Company(“Company” below).

2. Purpose
The purpese of this standard lies in guaranteeing the final quality of painting
appearance by setting up a standard of inspection as to the painting process and the

completed vehicles as it is.

3. Inspection Item
(1) Inspecting appearance of electronic diposit coat
(2) Inspecting appearance of surface coat
(3) Inspecting appearance of top coat(completed painting)

4. Method of Inspection and Standard of Judgment
4.1 Inspection of electronic deposit coat
41.1 Condition
(_? | (1) Environment : Illumination of environmen.t should be constant 500~ 1500lux.

(2} Inspector : should have at least 0.8 of corrected eyesight

412 Standard of inspection
(1) Electrodeposit paint should not have run, stain, or bubble. _ .
| When it ‘is difficult to judge with naked eyes, examine by the sense of fingers.
(2) As for the standard of electrodeposit painting, follow the instruction on
drawings or inspection standard of individual vehicle type.
(3) Any marks by pressing or impacting shall be determined with the acceptance
sample, and the limitation for A and B rank characteristics should meet the
sample No.6 or below that.
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