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O 1. Scope of Application
P This standard shall be applied to all vehicle types of NB-IIL

2. Definition of Terminology
2.1 MVSS(Motor Vehicle Safety Standards)
Safety standard for vehicle
22 VIN(Vehicle Identification Number)

chassis number

3. Inspection Lot

Quantity of vehicles needed to inspect the weight of Painting is two US-exporting

cars and one domestic 5DR car for each quarter.

4. Inspection Item
Measure the weight of Painting
~ o (surface treatment + electrodeposit coat + surface coat + top coat)

d

Inspecting Method
Move the body for testing to the MVSS field and measure the weight of Painting.

6. Sampling Method -

{1} The inspection deparhﬁent in charge of vehicle body shall measure the weight of
W/body and then turn on the measured W/body with painting.

(2) The inspection department in charge of vehicle body shall complete the inspection
of top coat and then attach the tag(Table 1) for weight measurement on the left
top side of FRT W/glass, Sash.

(3) For the body with tag, hold its painting process and preserve it in a separate
place, and the inspection department in charge should make a contact with related
departments(painting dept., quality assurance dept....).

(4) The painting department shall move the body to the automatic door or the

painting section.
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