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1. Scope of Application
This standard shall be applied to the evaluation standard of coating section of the clay

model when developing a new vehicle model in our company.

2. Evaluation Items

The evaluation items are as the following <Table 1>.
Table 1

1. Productivity Refer to item 4

Refer for item 5

3. Rust prevention Refer to item 6

3. Measure of Evaluation Result

2. Coating ability

After evaluating on the evaluation item in the above evaluation items 2, select concern

items, create a concern report, and feedback to related development section.

4. Productivity
4.1 Purpose
It is to minimize the concern items of the production ability and operability during

manufacturing in the deployment line.

4.2 Evaluation method
4.2.12 Tone
(1) For 2 tone by side garnish parts
Prepare at the assembly section by an attachment method of fastener + double sides
tape attachment type.
(2) For 2 tone by body painting

After confirming if a side protector part is attached to a line of 2 tone line WL, evaluate
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