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1. Scope of Application

This shall regulate a test method for evaluating durability of adhesive in peel stressed

under air, water, liquid or several different temperature surroundings.

2. Test equipment

Use a device as shown in Fig. 1
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Fig. 1 Peeling velocity measurement device in water
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