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1. Scope of Application

This standard shall be applied to the test method to evaluate the t.hermal expansion when

the brake lining and pad for a car are heated continuously.

2. Test Instrument
This shall use continuously heating expansion test instrument. (Referring to Fig. 1)

(Figure - Refer to the original paper)
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Fig. 1 Continuously heating expansion measuring instrument
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