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KES T-1164

1. Scope of Application
Thas standard shall specify the evaluation method for examining the situation of corrosion formation

on the contact surface between the frictional material of brake lining and pads and supporting metal.

2. Equipment
The environmental chamber used 1n the test shall be capable of controlling the temperature at 50 + 1°C

and the humidity at 95 + 5%.

3. Product

‘The products shall be the parts certified for this test.

4. Test Method
4.1 Corrosion Formation Cycle
Regarding the following (1) and (2) as 1 cycle, give 3 records of 1 cycle, 2 cycles and 3 cycles on
each product.
(1) Put the product into the environmental chamber maintained at 50°C temperature and 95+5%
humidity, and leave those for 72 hours.

(2) Leave the product in an ambient air for 24 hours. But, 3 cycles product shall be left in an ambient air

for 72 hours.

4.2 Separation of Frictional Material
After completion of each cycle about the 3 kinds of products, separate the frictional material from
the supporting metal by hitting the product on the supporting metal with a hammer and examine the

situation of the contact surface.
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