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. KES T-1714

1. Purpose

The purpose of this standard shall be to assure the unified test method to evaluate the

porosity in the brake lining and pad.

2. Scope of Application

This shall be applied 10 the porosity evaluating test method of the brake lining and pad for

a car.

3. Equipment and Device
Use the equipment and device for a test according to the followings.
(1) Balance : sensitivity amount should be 1 mg.

(2) Test vessel : This should keep the test oil at the temperature of 90 + 10 C.

(3) Dashcator

(4) Test oll : KS M 2127 ( Gear oil ) the 3 rd type equivalent

4. Test Sample
Cut a test sample with 25 mm width, 25 mm length and the original thickness from a

regular and new brake lining and pad. Polish each edge surface ( 25 mm each side )

smoothly and remove the polish powder completely.

5. Test Method
(1) Leave a test sample in the dashcator for more than 24 hours.
(2) Measure the width, length and thickness of the test sample with a vernier calipers and
calculate the volume of the test sample.

(3) Measure weight of the test sample to the 1 mg.
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