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1. Scope of Application

This standard shall be applied for brake tube for automobile.

2. Purpose

This standard is to evaluate the heat resistance impact of brake tube that is done with

organic matter coating processing by low and high temperature cycle.

3. Evaluation Standard

There shall be no harmful problems, such as damage on organic matter coating.

4. Test Conditions

(1) (40 £ 2 °C) x 2h > (Room temperature) x 0.5H > (120 + 2 °C or 80 + 2 °C)x 2H >
(Room temperature) x 0.5H This shall be 1 cycle.

(2) Repetition number and the temperature conditions of high temperature shall be decided
by the agreement between the responsible representatives. referring the material using

place for organic matter coating.

(3) 300 mm straight pipe sample shall be cut from actual vehicles.

(4) Use a bent sample for crank type sample as shown below. (Length : 350 mm)
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