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KES T-K005

1. Scope of Application

This standard determines Electrolytic Etching Method of Stainless Steel of austenite and

ferrite group.

2. Test Instruments

2.1 Etching Dissolution (Electrolytic dissolution)
(1) Oxalic Acid : 10 g
(2) Distilled Water: 100 m¢

2.2 Rectifier
(1) Voltage : 6 V (DC)
(2) Current : 300 ~ 600 mA
(3) Current Density : It is different according to etching area (A/m3).

2.3 Electrolytic Etching System

Variable resister
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Ammeter

Electrolytic dissolution

Specimen
Anode

3. Testing Method

(1) After mounting the specimen prepared, grind it with #1200 emery paper, and do

polishing.
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