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KES T-K031

1. Scope of Application
There are Microscoping Method, Electrolytic Method, and loading method, etc. for zinc
plating thickness test. it is the rule for our company to use loading method, but if needed

Microscoping Method or Electrolytic Method can be used.

2. Testing Equipment

Testing equipment is as figure 1.

Glass pipe
Silicon resin pipe{Rubber cock)

~ Funnel(250ml)

Silicon resin pipe(80 ~ 130 mm length) [Vinyl pipe]
. Capillary pipe(14C mm length, 0.63 mm hole diameter)

. Silicon resin cock(Vinyl pipe)

- Capillary pipe tip(3.5 mm tip diameter)

Specimen

I ' Used liquid container

Figure 1. Example of loading method test equipment
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