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KES T-K038

1. Scope of Application

This standard determines Measunng Standard of Thickness of Plastic Coating.

2. Instruments
(1) Metal Microscope Camera
(2) Diamond Grinder
(3) Sandpaper (#600 #1000)

(4) Dry Cloth

3. Measuring Method
3.1 Specimen Making

Make specimens by matenal type.
Make the specimens as length 3 x width 1.5. Grind the surface to be smooth with
sandpaper from its low number to high. (#600 #1000)
3.2 Measurement
Put the specimen on the upper part of the metal microscope. Measure the coating

thickness with magnifying rate from low to high. Take pictures by magnifying rate. ( x200,

x400, x800 )

3.3. Indication of Coating Thickness (um)

3.4 Photographing by Coating Thickness
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