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KES T-L0OOIB

1. Scope of Application
This standard specifies the Vickers hardness measurement methed for metallic
materials practiced by our company.
In this case, apply to the test when using a 0.3kgf to S0kgf load.
2. Theory
(1) 1In this test, a load{P) is applied into the specimen using a pyramid indenter as
shown in Figurel (table 1). After the load has been removed, the diagonal of the
square impression Figure 2 is read and the hardness is calculated from this.
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Figure 1 Figure 2
Table 1
Symbol Measuring Unit . ‘Note
Hv kg f/mn Vickers hardness
P kegf Test load
il . Diagonal of the impression area
X 136 ° Angle of opposited sides

{2) Hardness Calculation
The hardness is calculated from the ratio hetween the load and the area of the

square impression with the following expression,
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