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KES T-L013A

1. Scope of Application
This standard specifies the method of measurement and indication for the product

surface roughness test by the surface roughness tester.

2. Definition of Terminology
(1) Roughness
This means the irregularities on the surface appeared in small spacing.

L

This is the origin of sensing "tough” or “smooth”.
g

{(2) Waviness

This is the irregularities appearing in larger spacing than the roughness.

3. Measuring Instrument Used

{1) Surface roughness tester{stylus method)

FFigurce 1.

2)  Object to he measured(product by turning, grinding, or lapning  operationd

(3) Rag
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