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Scope of Application

KES T-L019Aa

This standard specifies the testing method for various physical properties and

durability of the phosphate coatings of steel and iron for vehicle parts.

General Condition for Test

Parts are standard. However, one may fabricate the random specimen and evaluate it

in agreement with the persons concerned.

21 Specimen fabrication

2.1.1  Specimen material

L ol ool

Perform with class 1 and HECP)Y of KS D 355(cold relled stee! plate and

strip).

However, it may be performed according to the type of the specimen

material in agreement with the persois concerned.

2.1.2 Dimension of specimen

diameter : 6

thickness : 0.6~1.0mm
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