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KES T - 1030

1. Scope of Application

This standard specifies the evaluation method of the removability of the rust

preventive oil against phosphate processing cleanser of the painting property test.

2. Specimen

The specimen used in the painting property test shall be cold rolled steel plate use in
our company according to 2(1) and 2(2) below.
However, Use either the specimen A or the specimen B in agreement with persons

concerned, and prepare three specimens for a single test.
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(1) Clean the specimen by using organic solvent and after drying, paint it with the
sample by submerging and leave 24 hours at a room temperature.
At this point, expose it cutdoors according to the Table 1, and then leave 7

days indoors. Process for ten day in mistness(40°C, 100%Rh).
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