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KES T-L031

1. Scope of Application

f_‘\d This standard specifies the evaluation method of the anti oil staining property of the
rust preventive oil for the oil staining property.
2. Water Adding Method
2.1 Specimen and sample: Prepare the specimen and the sample for the oil staining
property according to (1) and (2) below -
(1) For the specimen and its types, follow KS M 2109(General testing method
for rust preventive oil) 3.1.
Use four specimens in a single test
(2) There shall be two kinds of tests according to Table 1.
Table 1
Sample A _Sample B
&ﬁ Taken from the rest preventive oil Sample S5mf : water Smé
Note: Use the sample B after mixing 15 minutes.
2.2 Test method
(1) As for specimens, prepare two sheets of the one painted with the sarpple
A and the one painted with the sample B after polishing, and then ovetlap
the specimen painted with the sah;;ale A and the specimen painted with the
sample B.
(2} Placing two sets of the sp;acimens horizontal, put them in the constant
tempéramre chamber of 82+1TC and heat for 24 hours under a 100g load.
(3) Cleanse the processed specimens with petroleum and methyl alcohol in
order, and then remove th.e a.ttached samples. Measure and repoit
corrosion, oil staining, (;cl)lor c.:’h-ange of the specimens.
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