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3. Testing Method

KES T-L032A

Scope of Application
This standard is the test of rust prevention for packed product. Evaluate the rust
prevention property after export with the packing specification or after the specified

time within the country according the test method in 3.(2) and 3.(3) by using sheet
metal parts of the mass products.

Specimen -

In principle, for the specimen used in the packed rust prevention property test, select

proper parts from the sheet metal parts of mass products f.or exporting, always

considering the size. Adjust and pack the test parts according to the following.

(1) For the test parts adjustment, perform with the same rust prevention process of
the export parts production, and then paint the sample by submerging for rust
prevention.

However, if it is impossible to pamt by submerging, one may paint with a
spray paint or with a brush. -

(2) Pack the sample-painted test parts with the exporting mass products according

to the packing specification for exporting. Be sure to mark the test parts in
order to identify.

(1} For ﬂ}e export test, after finishing packing the test product and sending to. the
export counttl'y, vnpack it on the local spot 6 months after the packing, and
compare the test product and the mass product to evaluate according to the
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