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This standard is a non-destructive test and specifies the liquid penetration testing

method among the testing method to determine the existence of cracks after the test

completion for the welding parts and the durability.

2. Test Apparatus
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Piece of cloth or paper
Cleanser
Penetration liquid

Developer

3. Testing Method
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Clean the ohject to test with a piece of paper or cloth soaked by a cleanser.
Paint the cleaned object with red penetration liquid from 20 to 30cm apart.

Wait 3 to 15 minutes to penetrate.

Wipe out remaining liquid on the object surface with a piece of paper or cloth
soaked by a cleanser.

Shake the developer well and then paint the object from 20 to 30cm apart

As the developer dries, wait tll the defects appear as ted

Check if there are any defects.
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