.f """N‘.

Full document details: KIA KES T-L034 0

The Standard of Graphite
Size in Ductile Cast Iron

Contents

1. Scope of Application
2. Test Apparatus

3. Testing Method

ula

KES

KES T-L034

(EST) 1988 ~ 10 - 25

Documents

Document Sharing Hub



http://www.avadocuments.com/doc/kia-kes-t-l034-0
http://www.avadocuments.com/doc/kia-kes-t-l034-0

LA I R R R N S A i

KES T-1.034

() 1. Scope of Application

This standard specifies how to apply as the standard by measuring the average grain
diameter, classifying the spheroidal graphite cast iron into the uniform grain and the
mixed grain according to the grain diameter.

2. Test Apparatus
(1) Microscope
(2) lattice net

(3) Photo of structure

3. Testing Met_hod

(1) Take the sample, grind and polish.
(2) Corrode with Nital 5%.

(3) Measure the grain diameter with the lattice net of the microscope and calculate

(x).
‘:% @)

(5) Build the standard diagram with the photos.

Take a photo of the same position and then develop, print
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