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KES T-1036

1. Scope of Application
This standard specifies the evaluation method of the detergent property for new and

used lubricating oils.

2. Chromatographic Paper Method
2.1 Overview
This method is the evaluation method of the residual detergent property for
used lubricating oils by chromatographic paper.
2.2 Device and apparatus
221 Cylinder
Glass cylinder of 25 mm diameter and 250mm height, should have a hook
to hang a test paper and a lid inside.
222 Normal pentane{n-pentane)
223 Chromatographic paper
Whatman ET31 200mm long and 16mm wide
i__j Draw three lines on thf: paper as in Figure 1.
(1) Line A : Drawn on 8mm from one end
This is where submerges into the pentane.
(2) Line B : Drawn on 125mm from the line A
This is where the test oil shall be dropped.
(3) Line C : Drawn on'-iSani from the line B
This is a length that the pentane can reach.
224 Glass rod
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