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KES T-L040

1. Scope of Application

This standard specifies the shape obs_er'ving method by sump method when 2

machined surface or its state cannot be observed with a microscope because of the

sample size or its shape. V. .
. ’ \'.-
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2. Test Apparatus o
4}

Requisites: Sump film(celluloid), double side adhesive tape, tweezers, scissors,
acetone, alcohol, cl[aanshg cloth, transparent glass plate

(2) Observing apparatus: optical rmicroscope

3. Testing Method

(1) Prepare the following by sticking the adhesive tape on the glass plate with
SCiSSOrs.
_ Transparent glass plate Double side adhesive tape
3 Y
: lrst Pt Y Ly
Figure

(2) Cleanse the area to test by using the cleansing cioth soaked with alcohol.
(3)

Let one or two drops of acetone fall on a cleansed surface and then place the

sump film(15X 15mm) on it pressing lightly to stick fully.
{4) After waiting about 5 minutes, take the sump film and stick it to the

transparent glass plate. By using the microscope, observe and take a photo.

4. Cautions

(1) At the clause 3(3), be careful with the acetone not to stain the sump film(as the
fitm melts).

(2) Prepare the sump film slightly bigger than needed and observe by cutting off to
suitable sizes.
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