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KES T - Lo45

Scope of Application
This standard specifies the evaluation method of channeling for lubricating oils

by the flow of steel sheet panels with specified dimensions for the specified time
and temperature.

Testing Device and Apparatus
(1} Steel sheet panel :
about 30 X 190 X 160mm
(2) Vessel :
about 80mm of inner radius, 120mm of height with flat bottom(See Figure)
{3) Heating bath :
Should he able to keep 42+2°C
(4) Cooling bath :
Should be able to keep £2C
(5) Vessel lid :
Should be able to fix a thermometer on its center and have a hole to put a
steel sheet panel i

Operation
(1) Put the sample in the vessel as much as 12mm from top.
Then put the sample vessel in the heaﬁng bath. |

At this point, the sample vessel should be placed at least 25mm apart from the
bath wall.

(2) After maintaining the bath temperature at 42%£2°C for 10~20 minutes, cover the
vessel with the lid taking it out
(3) When the oil is hot, put the thermometer in the sample vessel watching bubbles

shall not be created, and place the panel about 12mm apart from the vessel

wall.

(4) Put the vessel in the cooling bath and maintain at the low test temperature for

18£2 hours.

At this point, maintaining time counts starting from when the sample is at the
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