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1. Scope of Application
W This standard specifies the standardization for measuring the ratioc how much ferrite

occupies in the whole area, for spheroidal graphite cast iron.

2. Test Apparatus
(1) Microscope
(2} 20X20 lattice net -
(3) Photo of structure

3. Testing Method
(1) Taking the sample, sand and polish it.
(2) Etch with nital 5%.
(3) Observe the amount of ferrite with a optical microscope.
(4) Take a photo of that position ‘
(5) Make a standard picture from the photo.
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