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Scope of Application
This standard specifies the test method of density of metal powder sintered

materials("sample” below).

Device
(1) Soxhlet extractor
Use the one shown in JIS Z 2501
{2) Oil impregnating device
Use one that can apply 30mmHg or less pressure in the vessel
(3) Balance
Use one that can measure 0.01% of the sample mass to be measured
(4) Dryer
Use one that can maintain the temperature at 105+5TC.

Preparation for Measurement
Clean the sample surface. If the sample is stained with oil, remove it with the
method specified in JIS Z 2501.
Also if it is wet, remove moisture by keeping it in the dryer at 105+5T for one

hour.

Méasurement

(1) WMeasure the mass of the sample. If it is not more than 10g, add more samples
so that the total mass should approach 10g.

(2) To water-proof the sample surface with a oil impregnating device, put the
sample in the vessel containing oil, and lower the pressure to 30mmHg or
below at a normal termperature. After maintaining 30 minutes, restore the normal
pressure. Then taking the sample out, remove the oil on the surface, and

measure the mass. Finally, measure the mass under water.
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