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KES T-L074

1. Scope of Application

This standard shall regulate the method, which estimates rustproof fluid removal test

method with cooper sulphate.

2. Testing board manufacture

Testing board is manufactured according to 3.1 in KSM 2109 (General test method of
rustproof fluid), 5.1.1 (Clothing testing board manufacture).

And the same material, rustproof fluid with practical steel, rustproof fluid should be used.
However, in case it is difficult, determine it by conferring with testing post and company,

and keep by recording the resulit.

3. Removal Condition
Removal solvent, condition follow the line condition of company as a rule, but removal

temperature is 60 + 2 T, and removal solvent is made with line concentration used.

4. Reagent

Aqueous solution of cooper sulphate: use the aqueous solution of CuSO,- 5H,O 1 Wt %

5. Operation
1) Put testing board, manufactured by 2 , into removal solvent of 60 = 2 C, and remove
oil with magnetic mixer for 3 minutes.
2) After removal for 3minutes, wash it with city water of 1 £/ min for 20 seconds, and then
wipe it with cloth or gauze. Be careful not to remain rustproof fluid on cloth or gauze. Or,
dry the washed testing board at low temperature.

3) Put the testing board of water removed into aqueous solution of cooper sulphate 1 Wt %
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