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1. Purpose
This shall be for performance of zinc paint containing chrome by measuring attached and
elution chrome amount.

2. Scope of Application
This shall regulate measurement method of chrome amount eluted from zinc paint with
chrome processed for the purpose of anti-rust of car parts.

3. Gathering of Test Sample
Gather sample from the same part lot and decide amount under agreement of the
concerned parts.
In addition, use test sample after more than 48 hours after manufactured.

4. Pre-processing of Test Sample
Remove contaminants from test sample completely with alcohol or acetone before test
and wash it with clean water.

5. Test Drug
(1) Phenolphtalein : (C,OH,,0, - 318.33)
(2) lon-proof water (or distilled water)
(3) TOU acid soda solution (NA,S,0; - 1/10 N - 1/10 ON)
(4) Hydrochloric acid (C-HCI)
(5) lodine potassium (Kl)
(6) Heavy chrome potassium(K,Cr,O; - 1/10 N - 1/10, N)
(7) Sodium hydroxide (NaOH)
(8) Acetone (CH,COCH.,)
(9) Salt (NaCl - 1 grade)
(10) Starch

6. Equipment and Tool
(1) Thermometer (0 ~ 100 T)

(2) Beaker (300, 500 m¢)
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