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KES T-L109

1. Scope of Application

This standard shall be applied to testing method for PH of brake linings for cars

(Hereinafter about pad).

2. Specimen
(1) Case of declared goods

Use new goods eliminating single unit of brake linings and support of pad.

(2) Case of specimen

Make size of specimen 5 ~ 25 g as suitable size for water tank used in testing.

3. Testing Method
3.1 Equipment and vessel
PH meter : Type of PH meter shall use PH testing method (JIS Z8802) type 1l.
3.2 Operation
Operation shall conform to following order.
(1) Obtain 25 g of specimen.
(2) Heat up to 105 + 5 °C with eletric heater through putting 100 m¢t of water in beaker of
which capacity is 200 m£ and deposit 25 g of specimen.
(3) Obtain deposits in water and coof down to 24 + 3 °C in 10 minutes.

(4) After putting out beaker, obtain specimen in 5 minutes with following PH meter.

4. Report

Repeat operations of 3.2 two times and obtain the average point down to one decimai

place by method obtaining value (JIS Z28041)
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