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1. Scope of Application

This standard shall regulate a test method for precipitation number of lubnicating oils.

2. Definition

Precipitation number means an amount of sediment in ml produced when 10 m¢ of sample

and 90 m¢{ of naphtha for precipitation are mixed under regulated conditions.

3. Test Summary

In a test tube for centrifugal separation, put 10 m¢ of sample and 90 m¢ of naphtha for

precipitation, and measure a volume of the sediment after performing the centrifugal

separation.

4. Equipment

The centrifugal separation equipment consists of the following parts.
(1) Scale test tube for centrifugal separation
Use a glass scale test tube, which has a shape and a size, as shown in Figure 1.

Scales must be carved clearly like the figure, and make an entrance for a cork to be

inserted
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