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1. Scope of Application

This shall be for test method of nonvolatile organic coating material.

2. Test Method

Calculate nonvolatile organic coating according to the equation 3 from paint contents
measure according to (Paint test method) nonvolatile contents measured according to

(Volatile and nonvolatile contents test method for paint).

3. Calculation

NV = A-B x 100

100-B

Where, NV : Nonvolatile organic coating (%)
A : Nonvolatile contents in sample (%)

B : Paint contents in sample (%)

Additional Rule

This shall be enacted from Sep. 24, 1990
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