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KES T-L130

1. Scope of Application

This shall be for test method of measuring content of volatile and nonvolatile paint.

2. Test Method
(1) Constant temperature reservoir
Constant temperature reservoir keeping 105 +2 C
(2) Dish
Inner diameter should be about 80mm and its bottom should be flat and it should have

cover.

3. Test Method
Measure weight of dish and strong steel wire proper for destroying film made for volatile
matenal is vaporized and measure weight of dish with paint of 2.5 ~ 3.5 g and transparent
1.0~154¢g.
Open cover of dish and put it in constant temperature reservoir and remove film with steel
wire and keep the temperature of 105 £ 2 C for 30 minutes. Then, cool it in decicator

and close the cover and measure weight.

4. Calculation

Calculate volatile and nonvolatile sample according to the following equation.

Where V : Volatile sample (%)
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